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materials and they generally utilise readily available air
or nitrogen as propellant gases. High pressure systems
instead, use higher density particles. They utilise higher
pressure gases, are stationary and typically generate
particle velocities of 800D1400 n”s. Lower weight
gases, such as nitrogen or helium, are the preferred
propellant gases for HPCS.

Both aforementioned systems have some limitations.
For upstream (high pressure) powder feeding CS
systems, in order to avoid powder back Row, a high
pressure powder feeder running at a pressure higher
than that in the main gas stream has to be used. The
high pressure powder feeders are usually very big and
expensive. Another major difbculty is related to nozzle
clogging. This is more severe when the particle velocity
and temperature are increased. To overcome the
problem, a second particle population with either a
larger average particle diameter or higher yield strength
(hardness/elastic modulus) should be mixed with the prst
particle population.® Another disadvantage of HPCS
system is the severe wear of nozzle throat due to particle
erosion, which affects the nozzle operation and leads to
large variations in operating conditions and deposit
quality. This becomes worse when hard particles are
being sprayed. On the other hand, the downstream (low
pressure) powder feeding CS systems has simpler
equipment. However, the nozzle design in this case is
restricted to relatively low exit Mach number (usually
, 3). The inlet pressure is also restricted (normally
, 1 MPa) otherwise the atmospheric pressure will no
longer be able to supply powders into the nozzle. As a
result, only relatively low particle velocities can be
reached through the downstream powder feeding
technique.

With the development of the CS process, a number of
studies were conducted to introduce the technology and
its basic principle§®®and consequently potential appli-
cations of CS in different belds were explored®*°More
recently, some variations have been made to the CS
technology. In this part we will also introduce different
variants of the standard apparatus of CS.

The Prst method is called kinetic metallisation (KM),
which is also a solid state procest: KM is a CS variant
that uses a convergent barrel nozzle under choked Row
conditions to achieve an exit gas velocity of Mach 1,
with a slight divergence to compensate for friction
effects. Most other CS systems (including low pressure
cold spray) use a de Laval nozzle (convergentbdivergent

vacuum tank with a pressure that is substantially less than
the atmospheric pressure. The low pressure environment
is provided by a vacuum tank coupled to a vacuum pump.
The vacuum tank allows for gas recovery and for powder
overspray collection?® It is worth noting that a similar
design has been also disclosed which is called aerosol
deposition method (ADM). In this process, nanoparticles
are sprayed in a vacuum chamber using a propellant gas
Bow of helium or air. In this method, the propellant gas
pressure is also below atmospheric pressure and the
velocity reached is lower than that for CS. This process
reduces the presence of the shockwave at the substrate or
bow shock effect signibcantly, making it possible to
deposit very small particles:* A schematic of different CS
systems is shown in Fig. 1.

The main and more applicable categories of CS
technology have been described. Nevertheless introdu-
cing all the patented CS apparatus is out of the scope of
the present review and interested readers are referred to
the available review on this topict®

Impact phenomena and bonding mechanisms

Particles/substrate interaction during the CS deposition
process and the resultant bonding, is of great impor-
tance in CS technology because of the effect on coating
characteristics. Experimental studies and computational
modelings have been performed to have a better
understanding of the bonding process during C$°
They revealed that adhesion only occurs when the
powder particles exceed a critical impact velocity which
is specibc to the spray materiat’ The predominant
bonding mechanism in CS is attributed to Oadiabatic
shear instability® that occurs at the particle substrate
interface at or beyond the critical velocity. A strong
pressure beld is introduced as a result of particle impact
on the substrate. Consequently, a shear load is generated
which accelerates the material laterally. This causes
localized shear straining which under critical conditions
leads to adiabatic shear instability*#2°

The initiation of adiabatic shear instability is usually
described by thermal softening in competition with rate
effects and work hardening. During work hardening, the
distortion of grain structure and the generation and
glide of dislocations occur. The rest of the plastic work,
which can be as much as 90% of the total, is dissipated
as heat. Heat generated by plastic work softens the
material. At a certain point, thermal softening dom-
inates over work hardening such that eventually stress
falls with increasing strain. As a result, the material

nozzle) to accelerate the process gas to supersonic pecomes locally unstable and additional imposed strain

velocity.

Another variation to CS set up is called pulsed gas
dynamic spraying (PGDS)*? This process heats up the
particles to an intermediate temperature (still below
melting temperature) which is expected to be higher than
temperatures experienced in the CS process. Increasing
the temperature will result in a decrease of the critical
velocity which is of technological value. In addition, it
leads to a higher level of plastic deformation while
maintaining the same impact velocity. This process has
also a discontinuous nature which exploits non-station-
ary pressure waves to generate simultaneously higher
pressure and temperature than in CS process (where a
continuous, stationary Row exists.).

Another variation to CS is called vacuum cold spray
(VCS). In this process the specimen is placed in a
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tends to accumulate in a narrow band®* Consequently,
an interfacial jet composed of the highly deformed
material is formed. Experimental results show that the
minimal particles impact velocity needed to produce
shear localisation at the particles/substrate interface
correlates quite well with the critical velocity for particle
deposition by the CS process in a number of metallic
materials. So far adiabatic shear instability is the most
prevailing bonding theory in CS2° By explaining the
bonding mechanisms one can see that both mechanical
and thermal properties of the powder material are
important in particle-substrate bonding.

The success of the CS process depends mainly on the
correct choice of the process velocity which should be set
to lie between the critical and erosion velocity. Erosion
velocity is an upper limit for particle velocity beyond



which erosion occurs instead of adhesion. Assadi al.*°

used Pnite element simulation to study the effect of
various material properties on the critical velocity in CS.
They also presented a simple formulation for the critical
velocity estimation which expresses it as a function of
impact temperature, particle density, melting temperature
and ultimate tensile strength. The formulation was later
modibed by addition of the particle diameter effect by
Schmidter al.?? They argued that the size effect in impact
dynamics can have a signibcant inuence on the critical
velocity. The results obtained from copper and stainless
steel 316L clearly demonstrated that the critical velocity
decreases with increasing particle size. This can be
attributed to the effects of heat conduction or strain rate
hardening. Another bnite element model was developed
later based on the determination of the adiabatic shear
instability, which resulted in the predicted critical velocity
assessment close to the experimentally extracted valifés.
An important parameter which was not considered in
previous models but has a signibcant effect on the critical
velocity is particle porosity. As the oxygen content of
feedstock increases, the ci¢al velocity signibcantly
increase$*??” An oxide accumulated at the particle/
substrate interface obstructs the adhesion between
activated particle and substrate surface during impact.
A hybrid approach containing bnite element model and
analytical solution was developed by Moridier al.® to
predict both critical and erosion velocities. Based on the
results, the existing formulation was further developed
taking into account the effect of particle porosity in
calculation of critical and erosion velocities.

Conventional versus new material systems

The worldwide materials industry has experienced a
revolution related to new materials and their commercial
product applications. Advanced materials can be used as
coatings to reduce material consumption. Following that,
CS technology with its unique properties is a prime
candidate. In the last decade, there has been a continuous
trend toward spraying new materials for specibc applica-
tions. At the beginning, CS technology was mostly
conducted on selected metallic materials to understand
the adhesion mechanism involved during the process.
Soon it spread to other materials and currently a wide
variety of materials has been successfully deposited to
obtain surfaces with superior and possibly multifunc-
tional properties. For instance one could mention
successful deposition of brittle compounds in a ductile
matrix and its commercial applications. The technology
has emerged into polymers as well, but the area is still
developing and there is a lot more to explore. Currently,
studies in this beld are expanding and the main purpose of
this review is to summarize the current state of knowledge
on various material systems, focusing on the most
promising material systems under development. In this
perspective, material systems involved in CS technology
are divided into six important categories: metals, metal
matrix composites, ceramics, polymers, nanostructured
powders and Pnally nonmetallic substrates.

Material systems

Metals

Different material systems that have already been cold
sprayed will be discussed. We will start with the material
eligibility for CS process is brst described. Although
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exceeding the critical velocity is necessary for successful
bonding and coating formation, one can also rate
material suitability for CS process. The suitability of
materials depends mainly on their deformation proper-
ties. Different crystal structures have different dislocation
systems. A systematic approach has been developed to
determine the eligibility of materials considering the basic
physical properties such as material hardness, melting
temperature, density and particle velocity?®> Materials
with relatively low melting point and low mechanical
strength such as Zn, Al, and Cu are ideal materials, as
they have a low yield strength and exhibit signibcant
softening at elevated temperatures. No gas pre-warming
or only low process temperatures are required to produce
dense coatings using these materials. It is worth
mentioning that the deposition of Al is somewhat more
difpcult than other soft materials such as Zn and Cu. This
is attributed to its high heat capacity which makes it more
difpcult to achieve shear instability conditions during
impact, in spite of its low melting point and low yield
strength. This classibcation is based on physical proper-
ties. Thermal properties of material are not taken into
account although they can be important factors as well.

There are quite a number of studies available in the
literature on depositing Cu and its alloys®°®38Al and its
alloys®**3%®%%and zn and its alloys**®*’

In contrast, for the majority of materials with higher
strength such as Fe and Ni base materials, the low
process temperatures generally do not provide enough
energy for successful deposition. Although these materi-
als are in general not ideal for CS deposition, this never
inhibited the spreading of CS technology to deposit such
materials. Several reports are available on deposition of
titanium and its alloys,*®®*3stainless steef® nickel and
its alloys,>*?%%and tantalum.>"P€°

The available literature in this section mostly discussed
the deposition of metal and medl alloy particles and their
resulting microstructures. The effect of CS coating on
different mechanical characteristics such as fatigue, corro-
sion, bond strength, hardness, oxidation, etc. has been
investigated. These properties are all of industrial interests.
Among these, fatigue accounts for about 90% of all
mechanical failures. However, less attention has been paid
to the fatigue performance of cold spray coating. The
available literature on this topic presents controversial
results. Some material systems showed improvement while
the others showed deterioration of fatigue limit. The results
could be interpreted as follows: if the coating remains
attached to the substrate dung the fatigue test; it can
potentially increase the fatigudimit. Considering available
data one might speculate that the level of improvement of
fatigue limit depends on the amount of compressive
residual stress in the coating and substrate and more
importantly on the difference between the coating fatigue
limit and the substrate fatigue limit. The coating should
have higher fatigue limit to be able to increase the coating/
substrate system fatigue limit. The higher the difference,
the higher the coating/substrate fatigue limit will be, in the
case that coating remain attached. The inBuential para-
meters are gathered in a formula, which can predict the
fatigue limit of CS system as a function of residual stress,
coating hardness and stresgradient in the specimerf*

Besides, there were also some studies concerning
microstructure evolution such as the effect of post
annealing treatment on forming a diffusion bond and
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heat treatment on the microstructure and microhard-
ness>® phase stability®? and effect of quasi crystalline
particles of submicrometre and nanoscales, (100 to
200 nm) on the deformation-induced structuré®®

There were also quite a number of studies on cold
spraying of thermal barrier coatings (TBC) which in
some cases did not show signibpcant improvement in
functionality over high velocity oxy-fuel (HVOF)
deposition method®*®® Increasing demands for higher
gas turbine engine performance have led to the devel-
opment of TBC systems applied to the engineOs hot
components. TBCs typically consist of an underlying
MCrAIY bond coat with an yttria partially stabilised
zirconia (YSZ) ceramic top coat®® The latter acts as a
thermal insulator whereas the former promotes bonding
between the part and the top coat and provides
protection against oxidation and hot corrosion. In
contrast to the generally accepted theory that the CS
process does not lead to changes in the deposited
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materialOs microstructure and phase, results ¢
CoNICrAlY coatings deposited using the CS system
demonstrated the occurrence of notable microstructural
and phase change8’ There are also some studies on
nanostructured MCrAIlY coatings as well, which will be
discussed later in the section devoted to ONanostructured
powdersO.

Cross-sections of selected metallic cold spray coatings
are illustrated in Fig. 2. The coating microstructure
varies in different cases but, generally, dense coatings
with small porosities are obtained by CS process.

Amorphous metals have also been deposited using
CS. An amorphous metal (also known as metallic glass
or glassy metal) is a solid metallic material, usually
characterised by its lack of crystallographic defects such
as grain boundaries and dislocations typically found in
crystalline material®®°° The absence of grain bound-
aries, the weak spots of crystalline materials, leads to
better resistance to wear and corrosion in amorphous
metals. Therefore, they are potential candidates to form
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2 Cross-section of select ed metallic CS structures:
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a strong coating. Amorphous metals, while technically
glasses, are also tougher and less brittle than oxide
glasses and ceramics. In fact, they exhibit unique
softening behaviour above their glass transition tem-
peratures. There are several ways in which amorphous
metals can be produced, including extremely rapid
cooling, physical vapour deposition, solid state reaction,
ion irradiation and mechanical alloying. More recently a
number of alloys with low critical cooling rates have
been produced; these are known as bulk metallic glasses
(BMGs).”®"* Perhaps the most useful property of bulk
amorphous alloys is that they are true glasses, which
means that they soften and Row upon heating.

Bulk metallic glasses display superplasticity within a
supercooled liquid region (g to Ty; Ty is glass transition
temperature where signibcant softening occurs and
is ductilebbrittle transition temperature). However, the
degradation of the properties of amorphous BMGs can
occur due to crystallisation driven by external energy
input through heating and mechanical deformation’"3
Also, it has been conbPrmed that thermal energy released
through mechanical deformation can result in the
nanocrystallisation of BMGs. There are a few records
available in the literature on CS deposition of metallic
glasses*"® According to calculations and CS experi-
ments, neither the glass transition temperatur@y nor the
melting temperature 7,, can adequately describe the
required conditions for bonding. Thus, the so called
softening temperature between the glass transition tem-
perature and the melting temperature had to be debPned to
determine the critical velocity of metallic glasses.

The impact of BMG particles with different initial
temperatures is shown in Fig. 3. The different deform-
ability in super liquid region without any cracking can
be easily seen in the bgure.
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Critical discussion

The literature on deposition of metallic materials via CS
is rich. Metallic powders were the brst class of materials
being investigated for CS process. Since the invention of
CS, there has been a number of fundamental studies in
the peld of gas dynamics of CS, the interaction of a high
speed particle with the substrate and the related bonding
mechanism. However, there are still some open ques-
tions such as the material behaviour under extreme
deformation conditions including very high strain rates
of up to 10° §* . In addition, less attention has been paid
to the coating build up (particle to particle impact)
mechanism and studies were more focused on the
initiation phase of the coating formation (particle to
substrate).

Another possible avenue to explore is Pnding the
major parameters that may play a role in the adhesion
during CS deposition of BMGs. Another missing chain
in the beld of CS is that there is not a standard way to
quantitatively characterise CS coatings for comparing
results of different deposited coatings. The progress in
this aspect will be very helpful to reveal the strengths
and weaknesses of different CS apparatus and CS
conditions in comparison to each other. Some research-
ers suggest free standing coatings can be used to test the
coating properties and compare coatings obtained by
different technologies and parameters. Nonetheless
there is an argument that it is crucial to capture the
interaction of substrate and coating during experimental
procedures.

Metal matrix composites

The limitation of material applicable as feedstock for CS
comes from its bonding nature. Feedstock powders must
have some degree of ductility at high strain rate in order

Surface Engineering 2014 voL 36 NO 6 373



Moridi et al.

374

Cold spray coating: review

>

K = 4 o
"' L8 <— Remainiife
O shell
3 BMG impact particles with dif ferent initial temperatures:
(Ref. 75)

to form shear deformation on the contacting surfaces and
consequently result in bonding and coating build up.
Therefore, CS seems not to be so convenient for
producing coatings made from brittle materials. On the
other hand, by increasing demand for coating tribological
properties, hard particles with enhanced hardness are
needed. Because of their lack of ductility they cannot be
deposited directly. In addition, intermetallic compounds
(involving two or more metallic elements, with optionally
one or more non-metallic elements in solid phase, whose
crystal structure is different from the other constituents)
are also generally brittle and have a high melting point
which is not appropriate for CS. To solve the problem,
addition of hard particles to deformable metallic matrix
appeared to be an appropriate solutior®

The idea of metal matrix composite (MMC) was
implemented to facilitate deposition of brittle materials.
MMC is a composite material with at least two
constituent parts, one being a metal and the other being
a different metal or other material. MMC manufactur-
ing techniques can be divided into three types: solid
state, liquid state, and vapour deposition. In recent
years, CS has emerged among solid manufacturing
processes of MMC. Blending different powders and
cold spraying them on the substrate is the widely applied
method. Because of the low deposition temperature
during CS, there are no signipcant reactions during the
spraying of mixed powders. There are other advantages
such as lower oxygen content and higher density for the
obtained coating. These advantages help to reduce
shrinkage during any subsequent heat treatment.

In case of two metals forming a MMC, a post
deposition heat treatment can result in the formation of
intermetallic compounds in a controlled environment. In
case of a combination of metal with hard particles, metal
acts as matrix allowing hard particles to be embedded
and facilitating the development of high density or
functional coatings.”’

MMC, depending on the involved materials, has
different applications which are summarised in this
section. This section is divided into two categories. In
the prst group, the main components are metals and in
the second group, metal and hard particles are deposited
together. There is not an established criterion to ensure
the success of CS process during deposition of composite
materials. All numerical studies in the literature have
focused on metal powder deposition and the critical
velocity as a criterion for bonding. Since there are no
criteria for successful deposition of composite powders,
different studies in this Peld have used experimental
tools such as optical, transmission and scanning electron
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microscopy (SEM), as well as micro hardness and bond
strength tests to evaluate the coatings characteristics.

Metal-metal matrix composite

In this section we will review the available literature on
the deposition of combination of pure metals, metal
alloys and intermetallic compounds. Note that inter-
metallic compounds are different from alloys although
they are both metallic phases having more than one
element. In intermetallic compounds, different elements
are ordered into different sites with different environ-
ment while in alloys, they substitute randomly in the
crystal structure.

A reasonably dense material was produced by HPCS
of Ti/Al. 7" A mixture of Al and Ti regions was found in
the coating. The temperature during process was low
enough preventing particles from being alloyed together.
It was shown that post heat treatment can convert Ti/Al
deposits into intermetallic materials. Subsequent post
spray heat treatment at 630C for 5 h was performed on
co-deposited Ti/Al to prepare a novel TiALDAI coat-
ing.”® In the coating structure TiAl; phase embedded in
the residual aluminium matrix. An interlayer about
10um was formed between the coating and the
substrate. High temperature oxidation protection was
proved for the base orthorhombic TiD22AID26Nb (at-%)
alloy with no sign of degradation after being subjected
to 150 oxidation cycles at 950C. The microstructure
analysis of the oxidised composite coating showed that
an Al,O5 scale with a complex structure can be formed
outside the interlayer during oxidation. No oxide
beneath the interlayer was detected, which indicates
that the complex continuous ALOs and the interlayer
provided the protection of the substrate under the high
temperature oxidation condition.

The most inBuential factor in compounding reaction
is solid state diffusion. The defect generation during the
CS process can have an effect on diffusion. The
processing parameters, such as gas pressure, gas
temperature, and powder feeding rate, etc., could
inBuence the particle velocity and subsequently the
coating properties such as coating density and defect
density. The relationship between gas pressure and Al
based intermetallic compound formation was investi-
gated.”® Spraying Al onto Ni substrate and Al + Ni onto
Al substrate was investigated. Post annealing was
performed on different samples at low temperature
and intermetallic compound layers of AkNi and Al 3Ni,
were observed. The relatively soft Al has been coated
under a low gas pressure condition (& MPa) with
severe plastic deformation owing to large peening effect.
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4 a W/Cu composite powder and b cross-section of resulting CS coating

On the contrary, the Al particles coated at higher
pressures (B and 25 MPa) were not severely
deformed. The pressure controlled peening effects could
alter the main route of Al consumption during anneal-
ing: eutectic or compounding of intermetallics. The thin
and continuous intermetallic compound layer was
formed at the interface with the low pressure condition
(0?77 MPa). On the other hand, the thick and discontin-
uous intermetallic compound layer was observed under
the higher pressure conditions (B and 25 MPa). Also,
many eutectic pores were found in the AIDNi composite
coatings with the lower gas pressure condition
(0?77 MPa). Far less pores were found with the higher
pressure environment.

Co base refractory alloy [3&@L5Cob21Crb32Nib
0099FeDBOAIDIVESYD®L1O  (wt-%)] with and
without the addition of Ni powders was prepared on
a carbon steel substrate by C$° About 250 pm thick
Co base refractory alloy coating was deposited on a
steel substrate. Particles had considerable plastic
deformation during the deposition process. The
elastic modulus of the coating was higher than 160D
GPa and the nanohardness was more than 6DGPa.
Addition of Ni powders into Co base refractory alloy
reduced nanohardness and increased density of the
coating.

Stainless steel 316L mixed with three different
proportions of CobCr alloy L605 powders (by volume
of CobCr, 25, 333 and 50%) has been HPCS-ed onto a
mild steel substrate®® The porosity of the coating was
low (about 0PDI5%) for both the 25 and 33%
coating. However, much higher porosity (about 45%)
was generated for 50%CoBbCr. Much poorer deposition
rate in this case caused much thinner coating using the
same processing parameters. The ductility of the
annealed 25 and 38% specimens (from tensile test)
reached approximately 20 and 18% respectively after
annealing, but the 50% specimen was too thin to be
tested. Potentiodynamic polarisation tests carried out in
HankOs solution (A balanced salt solution made to a
physiological pH and salt concentration) as an electro-
lyte showed that higher corrosion resistance was
obtained for the metalbmetal mixture with respect to
the pure stainless steel.

Several types of Zn based coatings including
Zn + (AIBSi) and Zn+ Al +Si (tri-powder) were depos-
ited using LPCS*® Metal coatings of Zn and Al, and the
composite coatings of Zn+Al were also deposited for
comparison. The effect of mass loading (the mass of the

82

coating per unit area (g nf ), which is determined by
measuring the mass of a sample before and after
deposition) of the coating as a function of the dwell
time (i.e. the inverse of the traverse speed at which the
substrate moves in front of the spray nozzle) was
studied. The Zn coatings and Al coatings were observed
to exhibit distinct loading behaviours, which, in turn,
affect the coating formation and microstructure of the
composite coatings of Zr+Al and Zn +Al +Si (Tri-
powder). The microstructural inhomogeneity of these
coatings, namely the preferential distribution of Zn
particles near the coating substrate, was directly related
to the different loading dependencies of Zn particles and
Al particles. For composite coatings of Zn+ (AIDSI)
containing Zn powder and AIDSi alloy powder, the
coating compositions invariably deviated from the
starting powders. This was caused primarily by the
different deposition efpciencies of Zn and AIDSi powders
at the same spray condition, which depend on their
respective hardness. With the proper post-spray heat
treatments, (e.g. using induction or laser heating), the
diffusion of Si, along with the Zn particles, can
effectively lower the melting temperature of the coatings.
In addition, a surface layer with Zn concentration
gradients can be obtained on the Al substrates coated
with composite coatings of Zn+Al +Si and Zn+ (AID
Si).

Proper ratio of tungsten powder and copper powder
[75WD25Cu (wt-%)] were ball milled in a stainless steel
container with cemented tungsten carbide ball®
Agglomerated W/Cu composite powders (Fig. 4) were
deposited on mild steel substrate for electronic package
applications by HPCS. Both CS and plasma spray have
been used as deposition methods. Microstructural
observation revealed that more pores are present in the
vicinity of the tungsten rich regions of the Pnal product.
The level of porosity varied with the content of tungsten.
Two processes have different oxidation levels. For the
CS deposition no Cu oxidation was found. However,
relatively high Cu oxidation was observed for the
plasma sprayed deposition. The SEM image of compo-
site powder and the resulting microstructure via CS
deposition is shown in Fig. 4. Localised pores around
the W rich regions are obvious in the bgure.

Nd,Fe;sB powder was blended with Al powder to
make mixtures of 20B80 vol.-%NgFe;.B. HPCS at
temperature range of 200D48C was utilised to obtain
Nd.Fe,,B permanent magnet/Al composite coating
The hard Nd,Fe;,B patrticles fractured when they
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5 Cross-section of selected MMC coating containing two metallic parts

impacted the substrate while Al had severe plastic
deformation. The deformation could remove pores and
entrap Nd,Fe;,B within the coating. The magnetic
properties of Nd,Fe,B remained the same by the CS
process. It was found that entrapping NgFel4B
particles within the composite coating can be increased
by higher spray temperatures and Pner Ngre;,B
particle sizes. This fact could be explained by calculating
rebound momentum and how process parameters affect
it. The particle will rebound off the surface unless its
momentum is small enough to be immobilised by later
arriving particles and be entrapped in the coating.

Commercially pure Al and Al blended with 50 and
75 vol.-% of the intermetallic Mg;-Al 1> compound feed-
stock as reinforcement powders was deposited onto as
cast AZ91D magnesium substrate using CS. Low work-
ing gas pressure and temperature were employed in the
process‘?4 The Mg;-7Al 1, intermetallic particles are hard
and can be considered as hard ceramic reinforcement
particles in the MMC coatings. Less than 10 vol.-% of the
Mg,7Al 1> particles were maintained in the coatings.
However, they were able to increase the hardness from
47+5HV (02 kg) to 58+3 HV (071 kg) and the
bonding strength was signibcantly higher than the pure
Al coating. The results suggest that adding hard particles
into initial feedstock can reduce the porosity in the
coating. Electrochemical corrosion experiments showed
that the composite coating and bulk Al exhibited similar
behaviour. Therefore, it can be used as an appropriate
protective layer for AZ91D magnesium.

Selected microstructures of MMC coatings including
metallic components are shown in Fig. 5.

Particle reinforced metal matrix composite

In order to have a successful coating with low porosity
and good adherence, the particles should have a degree
of deformability. They should undergo plastic deforma-
tion in order to result in adherent coating. Therefore,
less deformable materials cannot be successfully depos-
ited due to lack of plastic deformation. Producing CS
coatings of ductile metals mixed with brittle ceramic
materials would be a very useful achievement. Particle
reinforced MMCs enable physical and mechanical
properties to be tailored. However, ductility might
decrease to some extents.
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Besides, this type of spraying has other advantages
such as keeping the nozzle clean and eliminating its
clogging. Hard particles can activate the sprayed surface
by removing oxide layers, contamination and impurities.
Moreover hard particles create microasperities that
favour the bonding of the incoming particles and
increase the contact area between the coating and the
substrate. It was shown that the deposition efbciency
can be improved by adding hard particles to a metal
powder. The use of a ceramic metal mixture can enhance
the coating quality by reducing porosity of the coating,
peening of preexisting layers, removing poorly bonded
particles and increasing bond strength of the coating to
the substrate®®

The deposition efpciency of a cermet mixture
depends strongly on the mass ratio between compo-
nents and, under certain conditions; it can considerably
exceed that of pure metals. It was also shown that the
deposition efbciency of a metal ceramic mixture
strongly depends on the ceramic particle granulome-
try.®” There are several studies on this material system
which will be brieRy summarised. The majority of
studies were on oxides and carbides of different metals
and especially with ALO3; as reinforcement particle.
There were also some reports available on WC and
diamond and their characterisation which we will go
through consequently.

We start with studies on ALO; as reinforcement
particles. Different studies vary according to the
material systems involved (metal matrix and substrate)
and the parameters chosen (particle shape, velocity,
weight ratio of powder mixture).

Different compositions of AIDAI,Oz; varied from
10:1 wt-% to 1:1 wt-% were successfully deposited on
Si and Al substrates using LPCS? Initial starting Al O3
particles affected the crater formation between the
coatings and substrate. Examination of Ak-SiC com-
posite, pure Al, SiC, and Al,O3 coatings on Si substrates
by the CS proces® demonstrated that SiC and ALOs
have been successfully sprayed producing coatings with
thickness more than 50um with the incorporation of Al
as a binder.

Two spherical aluminium powders with the average
diameters of 36 and 81um were employed to study the
coating build-up mechanisms and properties of cold



6061Al...50%A}0; coating after heat treatment of 400 °C
for 2 h (Ref. 90)

sprayed AIDALO; cermets using LPCS® Al ,0; fraction
either in the starting powder or in the coating was found
to play an important role in the resultant coating
properties such as bond strength, wear, corrosion and
hardness. Coatings with larger starting powders are
likely to be harder than coatings made with the smaller
size Al powder. This is due to the higher kinetic energy
and consequently larger peening effect of the large
particles. The coating deposition efbciency was
improved by addition of Al.,O; to the Al powders.
Al O3 particles alone cannot form a coating due to the
lack of deformability. However, they can be entrapped
during deposition of blended Al and Al,O; powders.
The bonding between Al and ALO; is therefore weak.
The abrasion resistance of composite coating is generally
expected to increase by addition of hard phase.
Nevertheless, the poor cohesion between Al and A0z
restricts possible improvement of the abrasion resistance
of the composite coatings. In addition, the reduction in
cohesion strength can ultimately result in fracture
transition mode from adhesion (which is typical in case
of ductile CS coatings) to cohesion. The adhesion of the
coating on the substrate increased by addition of AlO3
to Al powder. The hard ceramic particles create
microasperities that assist the bonding of the incoming
Al particles and also increase the surface area between
the coating and the substrate. The inclusion of alumina
particles in the aluminium coatings proved to have no
detrimental effect on the corrosion protection of the
substrate against alternated immersion in saltwater and
against salt spray environment.

Similar results were also obtained for pure Al and
6061 aluminium alloy based A}Oz particle reinforced
composite coatings produced on AZ91E substrate¥®
Figure 6 shows the formation of intermetallic com-
pound after heat treatment at the interface between
coating and substrate.

The effect of adding reinforcement particles to a
relatively hard matrix material was also studied by
addition of Al ;05 to SS316 powder$® Although the
deposition efbciency of AjO3; was less than SS, the
overall LPCS efbciency increased for the powder
mixture deposition. Shear testing of the coatings was
done on the composite coating. There was no signibcant
change in bond strength as a function of AJO5 content.
However, the fracture mechanism clearly shifted from
cohesive to adhesive fracture with higher AlO; contents
in the coating. In contrast to adhesive failure of more
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ductile matrices and coatings, the fracture mode in this
case was cohesive. This could be attributed to higher
porosity in the coating and lack of plastic deformation
for relatively hard matrix material. The addition of
Al O3 to the coating induced larger plastic deformation,
reduced the porosity and resulted in a coating with
cohesive strength higher than the interface strength.
Although the maximum Al,O3 addition increased the
hardness of the coating by 30%, it reduced the wear rate
by a factor of ten. The wear mode change to fully
abrasive wear was the possible explanation for this
observation. A shift towards the polarisation behaviour
of bulk stainless steel with AbO3; additions was also
observed in the corrosion behaviour, examined by
anodic polarisation tests.

The effect of different particle types of Cu powder and
different amount of added Al,O; particles on the
microstructure, coating density, fracture behaviour,
and mechanical properties, i.e. hardness and bond
strength was evaluated® 0, 10, 30, and 50 vol.-
%Al,0; were added to spherical and dendritic Cu
particles. LPCS was used for deposition. The amount
of Al O3 inside the coating was far less than the initial
mixture: 09, 15 and 3%6% for spherical powder and @7,

2 and 33% for dendritic powder. Hard particle addition
improved the coating densities and particle deformation
reRecting the densifying and hammering effect of hard
particles. Furthermore, increasing the fraction of ALO3
caused an increase in hardness and bond strength.
Spherical Cu particles led to a denser and less oxide
containing coating structure with respect to the other
powder shapes. The reason is that the dendritic
particles have more boundaries due to the bner particle
size of the primary particles. Therefore, there are more
possibilities for them to have weak bonds between the
particles due to the higher amount of oxidised particle
boundaries.

AIDAI,O; composite coatings was deposited on
AZ91D magnesium alloy substrates using KM?? KM,
as introduced before, is a special type of CS which
accelerates particles up to sonic velocities. Similar results
concerning mechanical properties and deposition efp-
ciency were obtained using KM instead of CS system.
Results of bond strength tests and SEM observations
revealed that higher ALO5 contents caused an adhesive
to cohesive failure mode transition as we mentioned
earlier.

The effect on the resultant coating with different
ceramic particle velocities during CS process of a
composite coating was analysefl’ Different amount of
Al ,O3 and SiC were co-deposited by HPCS with Cu and
Al powders as metal components. Ceramic particles
were injected into different zones of the gas Row to
obtain different velocities. The subsonic and supersonic
parts of the nozzle and the free jet after the nozzle exit
(see Fig.7) were chosen as injecting sites. Results
showed that ceramic particles that have high enough
velocity can penetrate into the coating. In contrast,
low velocity ceramic particles rebound from the surface.
The study revealed the importance of the ceramic
particle velocity to have a successful and stable CS
process.

Composite coatings of an aluminium bronze metal
matrix and a hard ceramic alumina phase were sprayed
by CS technique in order to increase the tribological
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properties of the pure bronze coatings® Results
conbrmed that the hard ceramic phase increases the
tribological properties compared to the original bronze
coating.

Several metal feedstock compositions (combinations
of Al, Zn atomised powders, and ALO3 Pne particles)
were deposited on AA2024-T3 Alclad substrate using
LPCS.®* Result conbrmed the possibility of utilising
LPCS process to deposit corrosion protective coatings of
light alloys as well as repairing Al and Al cladding
structures during overhaul maintenance schedule in
industry.

After the overview of material systems utilising AbOs
as reinforcement particles, we will go through other
studies with the aim of increasing coating tribological
properties by using hard particles other than A}Oa.

Because of the unique properties of tungsten espe-
cially for wear resistant applications, compounds of W
have been noteworthy for CS deposition. WC/Co
composite coating with different ratios has been studied.
WCB12Db17%Co powders with nano and microstructures
were deposited by HPCS process using nitrogen and
helium gases”® No phase transformation and/or dec-
arburisation of WC were noticed after CS deposition. It
is also observed that nano-sized WC in initial powder is
maintained in the CS coatings. It seems that the
agglomeration of nanopatrticles into microscopic particle
is advantageous over micro-sized particles for CS
deposition as higher particle velocity can be obtained
in this case with the same gas velocity. Nanostructured
WCPBCo coating was successfully fabricated with high
density and very high hardness (2050 HV) by CS
deposition with appropriate powder preheating.

The same composition with a different weight percent
ratio was also studied. Two types of cermet powders, the
nanocrystalline (WCB15Co) and the conventional (WCDH
10Co4Cr) powders were deposited using HPCS and
pulsed gas dynamic spraying (PGDS) for wear resistant
applications processes® Similar to the previous studies,
no degradation of the carbide phase occurred. However,
this study reported that CS process had difbculty in
forming dense coatings without major defects. PGDS
process was found to be capable of depositing thick
composite coatings from both conventional and nano-
crystalline powders. This was achievable only when the
powder was heated above 573 K. The resultant coating
microstructure via conventional CS and the new PGDS
is shown in Fig. 8. It is obvious that the coating
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microstructure is much better and has fewer defects
with PGDS deposition method.

WCD25Co cermet powders were also deposited on
carbon steel and aluminium alloy Al7075-T6 substrates
using HPCS?’ Thick, dense and hard WCP25Co coat-
ings on both substrates could be obtained by CS process.
Coating showed excellent tribological and electrochemi-
cal properties.

The potential of the HPCS process in deposition of
CrzC,D25 wt-%NiCr and CrC,D25wt-%Ni coatings on
4140 alloy steel was also explore®f This composition
improved the tribological properties and has a wear
resistant application. A number of parameters such as
powder feedstock characteristics, powder feedrate,
standoff distance and gun traverse speed together with
nozzle design parameters were changed to optimise
deposition conditions. The goal was to improve the
resultant average Vickers hardness compared to that
obtained through conventional thermal spray processes.
CS process optimisation resulted in increased hardness
and improved wear characteristics with lower friction
coefbcients. The improvement in hardness is directly
associated with higher particle velocities and increased
densities of the CgC, based coatings deposited on 4140
alloy at ambient temperature. The combination of CS
process with the laser glazing technique was also studied.
Results showed the highest HV (& kg) of approxi-
mately 1015. The maximum hardness of 853 HV
(05 kg) was obtained without hybrid treatment. The
results revealed that laser glazing post treatment could
signibcantly improve the quality of CS coatings.

Blend of SUS304 powders with 10 and 20 vol.-%
diamond particles were used to prepare SUS304/
diamond binary composite coatings on Al alloy sub-
strate by CS process within siru powder preheating®®
Since the deposition efbciency of the diamond and
SUS304 during the CS process is different, the fraction
of the diamond in the coatings is about 30b60% of the
original mixtures. Diamond particles have high impact
velocity. This subsequently results in their fracture
which was obvious in the composite coatings.
Fracturing of diamond particles is mitigated by using
higher toughness and smaller diamond particles. Since
diamond fracture may occur during impact, applying a
protective PIm on diamond powders may be benebpcial.
Diamond fracture might be avoided in this case because
the impact energy is mostly absorbed by the outer
protective bPIm. Ti coated diamond did not present
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8 Cross-section of WC...Co coating using conventional powder deposited by

and b pulsed gas dynamic spray having dense microstructure

signibcant difference in diamond fracture behaviour.
However, results of another investigation on nickel
coated diamond/bronze composite coating using HPCS
shows that diamond fracturing was successfully
avoided®® The uniform distribution and deposition
efpciency of diamond patrticles in the coating layer could
also be achieved by tailoring the physical properties
(density, size, etc.) of the feedstock. Finite element
simulation results also demonstrated a decrease in
impact energy by applying a protective coating that
can consequently protect diamond particles from
fracture in CS process. Size distribution and deposition
efbciency of diamond particles in the composite coatings
were analyzed through SEM and image analysis
methods.

The CubCuyO anti fouling coating was deposited
by HPCS and rotating ring disk electrode was applied
to study the corrosion behaviour of the coating in
35%NaCl solution.’®* Results indicate that both
diffusion process and electrochemical reaction control
the corrosion behaviour of the CubCyO coating in
Tafel region (region of strong polarization). Based on
the reaction mechanism, a mathematical model for
anodic Tafel polarization of the CubCyO coating
was established that agred well with experimental
results.

Reactive materials consist of intermetallic or thermite
mixtures and have large energy contents. The energy
involved in the alloying reaction of intermetallics results
in very high reaction temperatures; while thermites,
typically Al fuel oxidised by a metal oxide, may give rise
to signibcant gaseous evolution, making them attractive
in propellant applications. Investigation of this type of
materials showed that HPCS process can be used to
deposit reactive materials with high density and con-
trollable shapes!®?

Al/CuO thermite mixture was successfully deposited
using CS deposition method without initiating the
thermite reaction. Results showed that the Rame
propagation velocity is related to porosity of the
coating. Increasing porosity increased the Bame speed
from nearly 150 mm £ * at 100% up to 1400 mm $* at
20% density. This indicates a transition of energy
transfer mechanism with porosity variation. At low
porosities, convection is the dominant energy transfer
mechanism while at vanishing porosities conduction
becomes more important.

a cold gas dynamic spray showing defects
96

Deposition of B,C/Ni composite coating*®® is differ-
ent from other case studies found in the literature since
B4C/Ni exhibits a density ratio (ceramic/metal) that is
drastically different from all other case studies. In this
study combination of a lightweight ceramic co-deposited
with a heavyweight metal was investigated. Various £
content (54 to 87 vol.-%) with Pne or coarse particles
was blended with Ni powder. Fine B,C was also used as
core particle and was subsequently Ni coated with
chemical vapour deposition (CVD) method. Three
batches with different B,C contents were synthesised.
The microstructure of the composite coatings obtained
by HPCS with blends or CVD Ni coated powders was
investigated (see Fig. 9). Fragments of J patrticles
were present in both types of CS coatings but coatings
with CVD coated powders had less fragmented particles.
In case of the CVD coated powders, more
B4C (440447 vol.-%) particles were present in the
coating and subsequently the coating microhardness
(429+41 HVO®) was higher. However, the highest
microhardness was not obtained from the coating with
the highest B,C content (440+471 vol.-%). Instead it
was obtained from the specimen with 3Z +12 vol.-
%B,4C content. This is a perplexing result and shows that
microhardness measurements on ceramic/metal compo-
site by CS may cause controversy and is not well
understood. Therefore, a more reliable study of the
microhardness could help, for instance, through obser-
vation of the indentation area in order to better estimate
the local mechanical behaviour of such metal/ceramic
composite coatings.

Recently CS has found its way in various technologies
even in medical applications. Plasma spray technique
has been used to deposit bioceramics such as hydro-
xyapatite (HA).'%* However, due to high deposition
temperature in this process, it has some drawbacks such
as evaporation, phase alteration, residual stress, debon-
ing, gas release, etc. In this regard, CS can be a good
alternative for coating deposition at temperatures well
below the melting point. HA coatings have been used as
surface coatings on metallic implants mainly for two
reasons: more rapid Pbxation and stronger bonding
between the host bone and the implant; and increased
uniform bone ingrowth and/or ongrowth at the bone/
implant interface.

Composite powders of titanium and HA have been
deposited on Ti and Al substrate using HPCS systert?®
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Microstructural observations showed that dense com-
posite coatings can be obtained. Up to 30%HA was
present in the microstructure which was less than initial
powder mixture. The reason is that HA and Ti powders
have widely different physical characteristics and their
adhesion mechanisms are different. No phase transfor-
mation of the HA occurred as indicated by XRD
analysis. Furthermore, CS coating had comparable
bond strength with respect to the plasma sprayed HA.
Promising results revealed that CS can be a good
alternative to improve surface properties of dental and
orthopedic implants.

Another recent paper in this series is slightly different
from previous studies and it was on embedding carbon
nanotubes (CNTSs) into some form of metal matrix.
Many of the outstanding properties of CNTs, such as
superior strength, elastic modulus, stiffness, and high
thermal and electrical conductivity, will improve coating
performance by incorporating CNTs into metal matrix.
CNTs are allotropes of carbon with a cylindrical
nanostructure. They have unique properties which are
valuable for different technologies. CNT based systems
are especially applicable as heat sink materials in
electronic devices due to their very high axial thermal
conductivity and low coefbcient of thermal expansion.

Multiwalled carbon nanotube (MWCNT) reinforced
copper (Cu) nanocomposite coatings were deposited
on Al substrate by CS process at low pressurk?®
MWCNTs grown by the catalytic chemical vapour
deposition method were employed. MWCNTs had
highly crystalline thick walled structure with a narrow,
hollow central part. The microstructure and the Raman
spectrum showed structural damage to MWCNTSs.
However, the they kept their tube structure was
retained. In comparison to pure Cu coated Al
MWCNTBCu nanocomposite coated Al had higher
thermal diffusivity and a comparable hardness. The
reason is that high compressive stress during CS,
resulted in scattering of MWCNTs within the clean
and closed CNT/Cu interfaces and resulted in higher
thermal diffusivity of the coating.

A selection of microstructures of MMCs with
reinforced particles is shown in Fig. 10.

Critical discussion

MMC has attracted considerable attention in recent
years and there are several studies with different
combinations of materials available in the literature.
The common feature of all studies is that no alloying,
phase transformation or onset of thermite reaction (for
reactive materials) occurred during CS deposition.

B,C vol%: 7.6%
HY s 336Hv

e B,C vol%: 44%
m’,

24Hv

b cross-sectional images of B 4C...Ni composite coatings by CS from blend
¢ composite coating by CS Ni coated 78%B

4C composite powders 1%

advantages including reinforcement of the coating by
creation of a composite structure, densibcation of the
coating and improvement of process stability, etc.
Different strategies have been used to deposit MMC
coatings. Blending powders together, feeding powders
into different parts of the nozzle, milling powders to
obtain nanostructure and bnally metal coated particles
have been studied so far. Among these methods, metal
coated particles had promising results obtaining dense
coating, entrapping more hard particles in the coating
and decreasing hard particle fragmentation. However,
an additional procedure of particle coating is necessary
in this method.

Unfortunately, fundamental studies on co-deposition
of different materials through CS have not been
guantitatively conducted yet. There are still a lot of
open questions that should be addressed. Case studies
are available but generalising the results to be able to
predict the effect of granulometry, mass ratio of
powders, powder characteristics, etc. on deposition
efbciency, porosity and bonding of coating to substrate
has not been systematically done. The relation between
the percentage of hard particles in the initial powder
mixture and the resultant percentage in the sprayed
coating is an important avenue to be fully understood.
The fraction of reinforced particles present in the
coating has a signibcant inBuence on bonding, wear,
corrosion and hardness. There are some general trends
such as Pne particles and higher temperatures could help
entrapping more particles in the structure or using
deformable shell to encapsulate hard particles can
absorb the impact energy and mitigate particle frag-
mentation. However, a generalised quantitative under-
standing is not yet available. Another problem is the
characterisation of MMCs. Interpretation of micro
hardness results for MMC materials should be treated
with caution. The presence of reinforcement particles,
their size and size distribution may inBuence coating
hardness which has been ignored in some studies. The
indenter may hit a reinforcement particle or the metal
matrix which can cause differences in hardness values.
Comparing results of different studies without these
precautions could be misleading.

Results of some studies reveal that a higher content of
reinforcement particles does not necessarily lead to a
higher hardness. In addition, there was a report that
even though the hardness increased by increasing the
hard phase in the coating, the wear properties decreased
because of a wear mode change. Besides, increasing the
reinforcement particle content of the coating could also

Presence of ceramic particles in feedstock have several change the fracture mechanism. The fracture mode can
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10 Selected cross-section SEM observa tions of MMC with reinforced particles:

Si;® d Al/AI .03 on Mg alloy using KM (Ref. 92)

change from adhesive to cohesive by increasing the hard
phase percentage in ductile matrices. This is due to the
increase in the number of weak bonds between matrix
and reinforcement particles. On the other hand, in case
of relatively hard matrices the reinforcement particles
can enhance the plastic deformation and increase the
cohesion strength by reducing the porosity. Most often
considerable attention was given to increasing the
amount of hard particles in the bnal coating unaware
of its possible drawbacks. Optimisation principles are
crucial consideration for each specibc application.

Moreover, the differences in material properties of
matrix and reinforcement particles are likely to affect the
Pnal results of the obtained coating. The velocity of
reinforcement particles before impingement on the
substrate is also playing an important role. Wide range
of reinforcement particles from tungsten to carbon
nanotubes have been co-deposited with different metal-
lic materials. Systematic studies on how these material
property differences can affect the Pnal results could be
of great value.

Certainly both experimental investigations and theo-
retical studies are very important. However, fundamen-
tal studies have been underrepresented at this point.
With the whole range of experimental observations
available in the literature, more theoretical studies for
optimizing coating properties and identifying inBuential
parameters will help the beld move forward.

Ceramics

Although cold sprayed coatings of ceramics have been
tested and will be discussed in this section, ceramic
particles are only able to be embedded in the substrates to
form a thin layer (see Fig. 11). This is due to the lack of
deformability of ceramic particles. Deformability is
essential for CS coating build up. In this section we will

a AlICuO; 1% b SS316/A1,05;%° ¢ AliSic on

summarise studies on deposition of ceramic particles and
especially metal oxides and carbides. Consequently we
will see a modibcation to the CS process, called VCS,
which was developed because of the urgent need for
ceramic coating fabrication at room temperature.

Several studies considered W§{and TiO, coatings
deposited by CS. WQ and TiO, are semiconductor
materials with a band gap at around 3 eV with good
chemical stability in aqueous solutions. They present
specibc characteristics in order to be used as photoelec-
trodes. WOs can be used as efpcient photo anode for
water splitting under visible light illumination or for gas
detection. Moreover, WO; thin PIms are also interesting
electrochromic materials due to the nanocrystalline
nature and open and porous structure. TiQ coatings
have also potential applications in biomedical implants.

Deposition of WO3 PIms on a silicon substrate was
studied using LPCS!% The coating was dense and had a
good adherence to the substrate. This is a ceramic on
ceramic deposition so there is no plastic deformation or
crater formation as normally seen in metallic coatings.
The bonding mechanism was mainly due to the
destruction of a relatively large size agglomeration of
feedstock powder particles upon impact on the sub-
strate. As a result very bne secondary particles were
present in the microstructure and a surface with high
roughness was formed. Surface roughness provided
good interlocking and voids reduction among the
particles in the coating. High resolution images showed
that good adhesion was obtained between coating and
substrate and particles had good interlocking.
Therefore, particle impact onto the brst layer of the
coating can improve adhesion to the substrate mechani-
cally and/or chemically.

Nano porous titanium dioxide (TiO,) photocatalytic
bIm was also deposited by HPCS using an agglomerate
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anatase powder with a primary particle size of
200 nm1°® The TiO, PIm had a mean thickness of 10D
15um evenly deposited on stainless steel substrate
surface. SEM examination was performed on coatings
and showed a rough surface and porous structure. High
photocatalytic performance was presented by coated
microporous PIm due to its large surface area. As a
result of low temperature of the spray material during
CS process, the crystalline structure of the spray powder
was completely retained in the bIm.

The formation of TiO , coatings on Al, Cu, Ti, and
steel substrates using HPCS was also investigated by
SEM, TEM, XRD, and Raman spectroscopy.'® The
results showed that the deposition efpciency depends on
spray temperature, powder properties, and in particular
on substrate ductility. This holds even for impact of
ceramic particles during a second pass over already
coated areas. Ceramic particles bond to metallic
substrates showing evidence of shear instabilities.
High-resolution TEM images revealed no crystal growth
or phase transitions at the ceramic/metal interfaces.

Process gas condition effect on the coating formation
of TiO, was also studied:** Low pressure was used for
this study. Different gases (helium or nitrogen) were
utilised but the results showed that the process gas is not
an important factor to fabricate this coating. On the
other hand, the thickness of the coatings increased with
increase in process gas temperature. It indicates that the
deposition efbciency of the sprayed particles can be
enhanced by controlling the spray conditions.

The effect of the stand-off distance (SoD), which is an
important process parameter and can be easily controlled
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during fabrication, was evaluated for deposition of AbO3
on Al,Oz (sapphire wafer) substrates!? The applied
method was nanopatrticle deposition system (NPDS).
NPDS is a fabrication method for both metallic and
ceramic coatings. The SoD varied from 1 to 7 mm in
2 mm increments. SoDs longer than 7 mm were not
evaluated because the width and the thickness of
deposited layer were not suitable for patterning.
Numerical analysis showed that the impact velocity of
particles increased with increasing SoD and subsequently
enhances the mechanical properties of the deposited layer
within the range of SoD tested.

In the next study SiC coatings were applied on NibCr
based super alloy Inconel 625 (58NiD20Crb8Mob6Feb
3715Nbb1Co) substrates using LPCS to improve their
oxidation resistance at high temperature$®” The
material system involves a ceramic particle and metallic
substrate and the coating has been formed by fraction of
particles and plastic deformation of the substrate (see
Fig. 11). The super alloys form a well adherent oxide
scale if they are exposed to high temperatures. The oxide
scale protects the underlying substrate against further
oxidation. Depending on alloy composition, Al,Oz or
Cr,03 oxide scales form on the surface. Silicon based
ceramic coatings, such as SiC, are also attractive
materials for anti-oxidation at elevated temperatures
because of their thermophysical properties, as well as the
formation of a thin amorphous SiO, scale with
simultaneous low oxidation rate. The outward chro-
mium diffusion was found to be decreased in SiC coated
specimen. Therefore, the coating can sustain the
elemental content of the substrate and prevent its



alteration. During oxidation process, relatively thick
and porous chromia (Cr,O3) scales on the surface of
uncoated Inconel substrate are typically formed while
the chromia scales in the case of SiC coated specimen
appeared to be more dense. A nearly uniform bright
grey layer was observed beneath the chromium oxide
layer which consists of Cr depletion from energy
dispersive X-ray (EDX) mapping results. This region
is believed to consist of very sparse chromium content
and higher molybdenum content. From overlapping of
O, Mo and Si elements, thin and almost homogenous
layers of MoSi, and SiO, were observed beneath the
chromia layer, which was also conbrmed by EDX line
scan and XRD analysis. MoS} and SiO, layers play an
important role in reducing the oxidation rate at
elevated temperatures. Scratch adhesion tests were
performed on coated specimens. The coating delamina-
tion occurred at 377 N which according to the authors

is considered almost high for ceramic coatings on
metallic substrates. Performing four point bending tests
on specimens showed that oxide scales have strong
adhesion, which is necessary for sustained oxidation
prevention.

A simple modibed CS process using high pressure cold
air nozzle spray was designed. The AZ51 substrate was
preheated to 400C and sprayed with HA.
Biocompatible coatings with 20B3Qum thickness were
obtained.*® The coatings have an average modulus of
9 GPa. Simulated body Ruid (SBF) was used to test the
biodegradation behaviour of HA coatings. Control
samples showed heavy Mg corrosion but no Al
corrosion. HA coatings started dissolving after 1 day.
After 10 days they showed signs of regeneration. The
HA coated samples were able to slow down the
biodegradability of Mg alloy. This attributed to the
dissolution and re-precipitation of apatite showed by the
coatings as compared to the control samples.

Although there are records available on deposition of
ceramic coatings, they are in general not the best option
for CS. Moreover, there is an ever increasing need for
ceramic coating fabrication at room temperature. This
was the motivation of inventing VCS which we
described earlier in the introduction section.

Titanium nitride (TiN) coatings are extensively used
for machining tool protection, decoration and diffusion
barriers due to their superior properties, such as high
hardness, good wear and corrosion resistances and
unique electrical characteristics. Titanium nitride (TiN)
coatings were fabricated om-Al ,03 substrates by VCS
process at room temperature with nano-sized starting
powders (about 20 nm in size}** The results showed
that with increasing coating thickness, the sheet resis-
tance of coatings was signibcantly reduced from
13565 to 127Q. A minimum electrical resistivity of
18 x 10?3 Q m was achieved. The results show that one
can have control over the coating resistance by
controlling the coating thickness. The VCS TiN coatings
with high porosity ranging from 5823 to 67%6% exhibited
low hardness of 279D490 HV and relatively good
fracture toughness of ~3712 MPa m*'2,

The last two studies we review in this section are on
deposition of MAX phase particles by CS. MAX phases
are a family of ternary carbides and nitrides (OX0) of
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12 Cross-section of some selected ceramic coatings:
a SiC on Inconel 625 using conventional CS system;
b WO3 on Si using conventional CS system; % ¢ TiN on
Al,O5 using VCS ' (notice that magni“cations are sig-
ni“‘cantly different and coating obtained by VCS is much
thicker than the other two)
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interest in the last 15 years because of their interesting
combination of ceramic and metallic properties. To
avoid adding a new section we insert these studies in the
ceramic section although these phases have character-
istics between metals and ceramics. These coatings are
resistant to oxidation and corrosion, elastically stiff,
machinable and thermally and electrically conductive.

In the Pbrst study using HPCS, single impacts of
TiLAIC on Cu and SS304 were studied by SEM?!®
Deformation and shear instabilities occurring at sub-
strate sites were revealed to be the reason for bonding of
the Pprst layer. However, the splats appeared more
Rattened by the impact comparing to initial feedstock.
This deformation seems to be attributed not only to
local internal shear but also to internal fracture. TLAIC
coatings with thicknesses of about 110B155n were
achieved by applying up to Pve passes under optimised

transition metals (OMO) interleaved with group 12D16 spray parameters. Results of XRD analysis showed that
elements (OAO, e.g. Al or Si). They have gained muchthe crystallographic structure of the feedstock was
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retained. The microstructure showed several cracks
between subsequent layers but it had low prosity
(, 2%). Successful build-up of more than one layer can
probably be attributed to local deformation of the
highly anisotropic Ti,AlIC phase.

In the other study on the same feedstock, basic spray
parameters were varied to study their effects on the
microstructure of the coatings onto AA6060 aluminium
alloy and 170037 steel substrates'® Gas temperature
and pressure were 60C and 3% MPa respectively for
obtaining adherent and dense 50D80m thick Ti,AIC
coatings. Comparable results were obtained on harder
170037 steel by using higher temperature (800) and
pressure (30 MPa).

Thermal spray methods such as HVOF have also been
utilised to spray coatings from TLAIC powders.**” The
coatings predominantly consist of THAIC but they
contained inclusions of TeAIC ,, TiC, and AIDTi alloys.
By CS instead, any phase transformation and oxidation
of the Ti,AIC feedstock were avoided. However the
problem with CS is that the coatings showed cracks and
internal delamination. Currently the quality of the
coatings is not good enough to be used in practical
applications.

Selection of microstructures of ceramic coatings is
shown in Fig. 12. Note that coating thicknesses varied
from less than 1pum to more than 50 um in different
cases.

Critical discussion

Reviewing the available literature on ceramic particles
reveals that different mechanisms for particle bonding
exist. In the case of ceramic on metal deposition, on the
one hand it is reported that there is little coating build
up and particles are only being embedded near the
surface of substrates; on the other hand, shear instability
on the substrate side is interpreted to be the predomi-
nant phenomenon for bonding. Both phenomena of
embedment and shear instability have been reported for
ceramic coating build up on metals. For ceramic on
ceramic instead, particle fragmentation to smaller size
and mechanical interlocking were considered to be the
main bonding mechanism. Different explanations are
evidences that the ceramic bonding mechanism is not
fully understood yet.

What we have known from investigations on metals is
that density, melting temperature and material tensile
strength play important roles in determination of the
critical velocity which is believed to be the master
parameter in CS. What is obvious is that metals and
ceramic have far different properties so they undergo
different phenomena during impact. In depth studies on
the impact behaviour of ceramics are needed to better
understand the involved mechanisms. This can also help
us to further understand coating build up in MMCs.
Ceramic material deposition is still in its initial stage and
it is valuable to perform fundamental studies at this
phase.

VCS was invented mainly to accommodate ceramic
deposition. A few studies are available which gave more
promising results in comparison to conventional CS
method for ceramic deposition. What made this method
successful is perhaps the ability of depositing smaller
particle size and consequently obtaining higher velo-

the mechanisms involved in ceramic deposition and the
onset of shear instability.

Polymers

Polymers have wide variety of applications that far
exceeds that of any other class of available materials.
Current applications extend from adhesives, coatings,
foams, and packaging materials to textile and industrial
bPbres, composites, electronic devices, biomedical
devices, optical devices, and precursors for many newly
developed high tech ceramics. Because of the knowledge
in polymer synthesis, there is control over the properties
of bulk polymer components. However it is important to
study surface interactions of polymer substrates because
of its importance in biotechnology, nanotechnology, etc.
Only recently researchers have studied material systems
involving polymers for CS deposition. We divide this
section into three parts: polymer as a coating, polymer
as a substrate and metal embedment into polymer.

Coating build up on polymer substrate

Of particular interest for engineering applications are
metallic coatings on surfaces such as plastics, fabrics or
composite materials. Polymer matrix composites
(PMCs) are widely used in the aerospace industry and
in the military applications because of their low density,
high specibc strength and stiffness, and other unique
properties such as ease of formation and machining. The
surface metallisation of a PMC substrate is considered
to be an effective technique for improving the surface
property and extending PMCsO applications. Some
special characteristics such as electrical conductivity,
thermal conductivity, electromagnetic shielding, erosion
and radiation protection can be achieved through the
surface metallization of PMCs. The nature of such a
substrate makes the process of metal deposition
particularly difbcult. Current coating technologies such
as plasma spray, HVOF or laser cladding involve the
delivery of molten materials during the deposition
process. However, such techniques are not well suited
for the deposition of metallic coatings on polymers and
composites. CS has attracted much industrial interest
over the past two decades. Studies showed that this
process enables deposition of metallic coatings on non-
metallic surfaces such as polymers and composites for
engineering applications with reasonable bonding. In
this section we will summarise the available literature of
coating deposition on polymer substrates.

Powders for general engineering applications, such as
commercial copper, aluminium, and tin have been
sprayed onto a range of plastic materials such as PC/
ABS, polyamide-6, polypropylene, polystyrene and a
glass bbre composite using HPC8' Among these three
metallic powders only Sn was successfully deposited on a
variety of plastic substrates after selecting a suitable
nozzle type. Results of the study showed that materials
like Cu can generate high impact energy once travelling
at deposition velocities. This excessive energy will result
in surface erosion rather than coating build up. On the
other hand, Al has low specibc weight so that the critical
velocity could not be achieved with the CS system used
in the experiments. In the case of Sn coating, the
thickness varied between 4mm and nearly 100um,

cities. The reason can be uncovered in more details once while the average critical velocity was estimated through

some additional steps are taken toward understanding

Surface Engineering 2014 voL 36 NO 6

a CFD analysis to be 310 m 8.



Moridi et al. Cold spray coating: review

WOTimm 5530

13 Cross-section of metallic coati

ngs on polymer substrates using CS:

a Sn coating on polypropylene; *® b Al on

CFRP;'?° ¢ Al coating on PEEK450CA30 2! (thicknesses vary in different cases)

In a similar study Cu, Zn, Pb and Al were selected to be
cold sprayed on polypropylene and 30% carbon Pbre
reinforced polyetheretheketone (PEEK450CA30). Among
those, a well adhered coating was achieved only between the
Al powders and the PEEK450CA30 substraté'®

The next study is on metallization of carbon Pbre
reinforced plastic (CFRP) using LPCS. It has a great
potential for applications in aircraft fuselage due to its
light weight, high specibc stiffness and high specibc
strength. It is crucial to coat the CFRP surface with an
electrically conductive material to avoid the damage
from lightning strikes. An interlayer was used to deposit
an aluminium coating on the CFRP substrate since
direct deposition was difbcult!?® Small size aluminium
particles could be deposited on the CFRP but the
coating was detached when the thickness was around
30 um. In this study, a thin Al interlayer was deposited
by plasma spray technique to assist the subsequent
deposition of aluminium particles by CS. The interlayer
enhanced the plastic deformation of CS particles and led
to a thicker coating build up.

HA was cold sprayed on the PEEK hybrid material
and its osteointegration in vitro and in vivo was
evaluated®' CS was able to deposit a homogeneous
and adhesive coating. The material was tested in vitro
and HA coated implant showed early cell adhesion and
viability improvement. The implant showed higher
alkaline phosphatase (ALP) activity and calcium con-
centration. In addition, the expression of osteoblast
differentiation markers, such as ALP, bone sialoprotein
and runt related transcription factor 2, increased in these
cells. Subsequently for in vivo tests, HA coated PEEK
cylinders were designed and implanted into a rabbit
ilium model by the press bt method. Results show that
HA coated implant improved biocompatibility in vitro
and osteointegration in vivo.

Ti particles were deposited onto PEEK substrates
using HPCS technology'?? By means of micro-Raman
analysis, it was observed that the polymer was not
degraded during the process even though the nitrogen
gas stream was used. X-ray diffraction analysis also
conbrms that the composition of the metallic particles
was not affected. The results showed that it is possible
to coat biocompatible polymer implants with Ti
leading to thick, homogeneous and well adhered
coatings.

Figure 13 shows cross section of some of the material
systems studied in the deposition of metallic coatings on
polymer substrates. Different studies obtained various
coating thicknesses and different microstructures. It is

worth mentioning that the mechanism of coating build-
up on polymeric substrates is still unclear.

Polymer coating

There are not many studies available on the CS of
polymeric powders. Since polymers are generally softer
than metals, they need less velocity to have plastic
deformation. Conventional CS needs some alterations to
deposit polymer coatings. We will go through two
different studies to see their approaches and the
necessary variations to the CS technology for polymer
deposition.

The LPCS deposition of polyolef in powder has been
investigated, at substantially lower velocities (up to
135 m €% than those used in the CS process for
metals?3 Cylindrical nozzle instead of the conventional
convergent divergent nozzle was used. The deposition
was performed at room temperature and air was used as
the carrier gas. Both metallic and polymer substrates
were experimentally investigated (polyethylene and
aluminium). The critical impact velocity for coating
build up was 100 m $ 2.

The experiments with polymeric and metallic sub-
strates showed marked differences in the initiation and
development phase of the deposition. In case of
polyethylene substrates deposits were formed and built
up steadily at room temperature from the start of the
spraying process. This suggests that deposition was
propagation controlled rather than initiation controlled.

In contrast, deposition on aluminium was much more
difpcult. It was essential for the aluminium substrates to
be heated above the melting point of the polymer for
deposition to be initiated. The initiation of the deposi-
tion represented the critical step in the process.
Deposition then continued when the substrate surface
and the growing deposit were cooled by the air Row. The
deposition efpciency was much lower than the values
typically seen in CS for metals.

The main difference between polymer deposition and
metallic deposition is the critical velocity. Polymers need
far lower velocities for deposition. To obtain lower
particle impact velocities, a diffuser was located near the
nozzle exit into the carrier gas Row-** Computational
Buid dynamics (CFD) models were done for different
nozzles to choose the diffuser place. A Schlieren optical
system was used to visualize the density gradients and
Bow characteristics in the free jet impingement region.
The diffuser also provides an appropriate application of
compression heating of the particles to produce the
conditions necessary at impact for successful coating
adhesion of these materials. Polyethylene powders were
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Cu

PU

14 PU streamers embedded with coppe r particles using CS technology:
ment depth and b high density Cu embedded showing embedment depth

successfully deposited on a 7075-T6 aluminium sub-
strate. The air was used as a carrier gas and the critical
velocity for coating build up was 191 m $*. Melting of
polymer particle was not observed.

Metal embedment into polymer

Fouling can hinder functionality of man-made devices

that have interaction with water. It decreases the

efpciency of vessel movement through the water and
increase fuel consumption. It restricts water exchange in

PU

a low density Cu embedded showing embed-
127

low (222+4Bgntf? and high (1021+108 g n?¥?)
densities of copper particles embedded were quantib&d.
The cross-sections of the aforementioned coatings are
shown in Fig. 14. The failure criterion for treated
specimens was debned as settlement of hard foulers.
Low density streamers failed after 42 days while high
density streamers failed after 210 days.

Critical discussion
Depositing polymers or using them as a substrate is

bPnbsh aquaculture cages and consequently reduces rather new in the beld of CS. CS can be performed at

water quality and increases disease transmission. It can
also cause deformation and structural fatigue to the
cage. It has also detrimental effects on the function of
oceanographic equipments.

Some preliminary studies have shown that CS coating
for metal embedment in polymeric substrates can be an
alternative anti-fouling (AF) technology to standard AF
coatings. It is specibcally applicable for polymers which
have difbculties to be coated with standard AF coatings.
The embedding technique without any coating build up
retains the Rexibility of the polymer. The interaction
between the CS metal and the polymer substrate is critical
and determines the efpcacy of the method. It affects
particle embedment depth, and subsequently, the release
of copper ions. Nowadays, anti-fouling paints are
formulated with toxic copper, organotin compounds, or
other biocides (special chemicals which impede growth of
barnacles, algae, and marine organisms).

Copper powder was used to metallise two polymers,
high density polyethylene (HDPE) and nylon using
HPCS technology’?® After 250 days in the beld, Cu
embedded HDPE and copper plate controls were
completely free of hard foulers. However Cu embedded
nylon and polymer controls were heavily fouled with
both soft and hard fouling.

The same group extended the study to six different
polymers, polyurethane, high density polyethylene, poly-
propylene, nylon 6, polytetrauoroethylene and polycarbo-
nate, without coating buildup.**® The nparticles were
captured by the surface upon impact. Polymer Rew around
the impact zone and particles penetrated into the substrate.
The effects of different parameters such as spray tempera-
ture, traverse speed on particle penetration, sample weight
gain and polymer deformation were studied. Cross-sections
of the treated materials were used to measure average
embedment depth. Over 5um was measured in high
density polyethylene and polyurethane (PU).

PU seismic streamer skins, which are used in geophy-
sical exploration, were also studied. The AF efbcacy of
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room temperature which is Pne for polymers since they
have low melting temperatures. However, previous
studies found difbculties in bonding between polymer
and metallic counterpart.

Supposing the shear instability formation is necessary
for successful polymer coating build up like what occurs
in metallic materials, this condition for polymers can be
obtained at lower velocities in comparison to metals.
The reason is attributed to thermal diffusivity which is
far less for polymers comparing to metals. This will
cause the material to switch from isothermal to
adiabatic condition at a lower strain rate which means
at a lower velocity.

In this regard, modibcations have been done to CS with
the aim of decreasing the impact velocity. So far using
cylindrical nozzles (instead of a De-Laval nozzle) and
placing a diffuser at the end of the nozzle have been
proposed. Among different combinations of material
systems, some were succedfucoated while others were
not. An interlayer may be useful in some cases to
accommodate the coating build up. However, there is not
yet a criterion available to predict deposition of polymers or
coating buildup on polymers. Since the beginning of CS
technology, early fundamental studies were done on
metallic materials. Later CS technology developments
produced encouraging experiments with the emergence of
new material systems, while fundamental understandings
are far from sufbcient. Finding more reliable methods to
coat polymers or make coatings on polymers can expand
their applications in different industries.

Nanostructured powders
128

Following the visionary argument made by Gleiter,
that if metals and alloys are made of nanocrystals they
would have a number of appealing and outstanding
physical, mechanical, thermal and electrical properties,
nanocrystalline materials have been the subject of
widespread research over the past three decadés:**°

They have high grain boundary content which results in
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15 Morphologies of Al...Cu...Mg...Fe...Ni alloy powders:a as atomised; b as cryomilled; microstructure of coating obtained

by c as atomised powders, *** d mixture of as atomised and as cryomilled powders;

grain boundary properties contributing signibcantly to
the bulk material properties. Of their outstanding
mechanical properties, one could mention high strength,
increased resistance to tribological and environmentally
assisted damage, increasing strength and/or ductility
with increasing strain rate, and potential for enhanced
superplastic deformation at lower temperatures and
faster strain ratest®® Many techniques have been
developed for preparing nanocrystals including inert
gas condensation, precipitation from solution, ball
milling, rapid solidipcation, and crystallisation from
amorphous phases. Many of these techniques result in
either free standing nanocrystals (precipitation and inert
gas condensation) or micrometre-sized powders (ball
milling) containing nanocrystalline microstructures.

Ball milling, is a well proven technique that exist for
preparing nanocrystalline powders. Mechanical alloying
(MA) 3t in particular is a solid state powder processing
technique involving repeated cold welding, fracturing,
and re-welding of powder particles in a high energy ball
mill. Ball milling is performed with a single phase
constituent while for MA at least two constituents
should be present.

What remains challenging and limits the use of
nanocrystalline metals is to make sure that the consolidation
process can retain the nanostructure. CS appears to be an
appropriate spraying technique for depositing nanocrystal-
line powders because of its low deposition temperature.
Therefore, the combination of CS and the ball milling
process provides the opportunity to produce a complete
nanostructured coating. Deposition of different nanostruc-
tured powders including two different categories of metallic
and composite powders will be discussed in this section.

Nanostructured metals and alloys

Aluminium 5083 powder was mechanically milled under
liquid nitrogen to achieve a nanocrystalline grain size in
the range of 20D30 nnt>? The nanocrystalline grain

structure of the cryomilled feedstock powder was proved
to be retained after the CS process by TEM analysis.

® e as cryomilled powders 3

Comparing the nanocrystalline coating with cast, cold
worked, AI-5083 showed a signibcant increase in
hardness from 104 to 2638 HV(300 g).

A Similar study using a larger initial grain size (250
400 nm) on gas atomised 6061 and 5083 aluminium was
carried out**® The pnal grain size shown by TEM
analysis was 30b50 nm. The observation reveals that the
HPCS process can cause considerable grain rePnement
after deposition.

Cold spraying of conventional and nanocrystalline
2618 (AIBCubMgbFebNi) aluminium alloy containing
scandium (Sc) was studied using HPCS systeh? This
work showed that AIDCubMgbFebNiDSc coatings with a
nanocrystalline grain structure were successfully pro-
duced. It was claimed that this is the brst time a hardness
value of 181 HV has been reported for this specibc alloy.

Generally coatings obtained by deposition of nano-
crystalline powder have more porosity in comparison to
as atomised powder. A possible way to increase the
coating density and yet having improved properties is
using a mixture of as atomised and as cryomilled
powders./® A mixture of 30 wt-% as atomised aluminium
alloy 2009 powder and 70 wt-% as cryomilled powder
with grain size ranging from 5 to 30 nm was sprayed onto
the aluminium substrates using HPCS. High density
coatings were attained by use of this kind of mixture.

The oxidation behaviour of conventional and nano-
crystalline CoNiCrAlY produced using the HPCS
process was investigated®® Cryogenic milling process
was utilised to produce nanocrystalline feedstock
powder from the conventional feedstock powder. The
nanocrystalline coatings had a larger porosity level but
they still showed a slower oxide growth rate. The reason
is that alumina scale is formed in the early stages of
oxidation because of high diffusion rate of Al at the
grain boundaries.

Mechanically alloyed CubNibFe powders deposited
via HPCS were evaluated for the production of inert

anodes for Al electrolysis'*® An attritor was used to
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16 Cross-section microstructure of selected composite coatings:

prepare CussNixoFers (in wt-%) alloy from elemental
Cu, Ni, Fe powders. A nanocrystalline and monophasic
Cu(Ni,Fe) solid solution was formed after 40 h of
milling. It was shown that with the addition of stearic
acid to the initial powder mixture the particle size of the
milled powder can be controlled. In a second step, in
order to maximise the impact velocity of the
CugsNiogFe;s particles on the substrate, the CS para-
meters (pressure and temperature of the carrier Ngas)
were optimised. Then, thick (110Qum), dense (1B2%
porosity) and adhesive (15 MPa adhesion strength)
coatings of CussNigFe;s on C63000 substrate (nickel
aluminium bronze alloy) were produced. No structural
changes of the CysNigFe;s alloy were observed during
CS processing.

As an example, the morphology of conventional and
milled powder of aluminium alloy is shown in Fig. 15z
and b. In addition the microstructure of the CS coating
by spraying conventional, as milled and mixture of these
two powders is illustrated for comparison in Fig. 1%Ee.
The higher porosity level in coating microstructure of as
cryomilled powder in comparison to other two coatings
can be observed.

Nanostructured metal matrix composites

As mentioned earlier, composite coating attracted con-
siderable attention for obtaining coatings with enhanced
properties. Producing composites with nanostructured
reinforcement is not straight forward. In powder
metallurgy, high energy mechanical milling could segre-
gate nanoparticle agglomeration. In addition it can
disperse reinforcement homogeneously and reduce the
grain size signibcantly. However, consolidating milled
nanocrystalline powders turned to be challengind?’ In
this section we will summarise studies concerning
consolidation of nanocrystalline composite powders by
the CS deposition process and the resulting character-
istics.

Nanocrystalline copper alumina coatings were depos-
ited on copper substrates using HPCS for potential use
in high strength, high conductivity applications*® Cu/
Al,O3 coatings are resistant to grain growth and
softening even upon heat treatment at 95€ which is
close to the melting point of copper (1083C). The
reason is the presence of pPne alumina particles. Hallb
Petch hardening was regarded as the predominant
strengthening mechanism in CS CubAD; because of
the Pne grain size in the coatings.

Milled Al and Al ,0z/Al nanocomposite powders as
well as the initial unmilled and unreinforced Al powder
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a copper alumina coating;

b Fe/Al coating

were consolidated by LPCS proces’’ The hardness of
Al powder increased after milling process and it was
retained after CS. Low porosity was obtained from
milled Al. However, the addition of Al O3 to the Al
powder during milling decreased the powder and coating
nano indentation hardness. The possible explanation is
that using non-optimised milling parameters results in
cracked particles with insufpcient A}JO3; embedding in
Al. The coating produced from the milled Al,Oz/Al
mixture did not present a good quality either.

Nanostructured Fe/Al alloy powder was prepared by
ball milling process and subsequently deposited using
HPCS.**° Lamellar microstructure was observed for
milled FeB40Al powder and it affected the microstruc-
ture of the as sprayed Fe(Al) coating. A post-CS heat
treatment was performed to transform the Fe/Al alloy
coating to intermetallic compound coating. The heat
treatment temperature has a signibcant effect on the
transformation of the intermetallic compound. The heat
treatment at 500C resulted in a complete transforma-
tion of Fe(Al) solid solution to FeAl intermetallic
compound.

In Fig. 16 a selection of cross-section microstructures
of nanocrystalline composite CS coatings are shown.
The lamellar microstructure in the Fe/Al coating can be
clearly seen.

Critical discussion

CS could be a promising technology for consolidation of
nanostructured powders while retaining their micro-
structure. It can even further repne the grain size during
impact. However, the coating porosity is higher than
conventional material deposition. The reason why
increased porosities are observed in nanostructured
powder deposition has not been addressed yet. It may
be attributed to the irregular shapes of the powders or
the signibPcant increase in their hardness values. Studies
show that combination of conventional and nanostruc-
tured powders can result in a denser coating and
improve the coating properties. Another way could
be increasing deposition velocity. Since the particle
hardness is higher, the powders need to obtain higher
velocities to be able to adhere to the substrate. In this
case optimisation of deposition parameters is the key to
achieve better coating properties. In addition, deposition
of nanostructured powders and producing the resultant
coating involve both milling and coating processes.
Optimisation of milling parameters can also be another
way to achieve a denser coating. This is even more
important in the case of composite powders because the



milling process may cause defects in the softer material
and result in a coating with poor mechanical properties.
The problem associated with relatively high coating
porosity should be addressed to make CS a leading
consolidation process for nanostructured powders.

Special substrates

Most studies and applications have dealt with fabrica-
tion of a coating layer on metal substrate. However, it
has been shown that metals can also be deposited onto

Moridi et al.

modelling of CS. Experimental studies have been mainly
focused on studying the microstructure of the coating
and basic characteristics that increases the fundamental
understanding of the process. However, the response of
cold sprayed components to the conditions experienced
in service such as fatigue/fretting fatigue, corrosion,
wear, E, etc. is also an important avenue to be explored
in order to transfer the technology to real in service
products.

Lack of knowledge requires trial and errors in order

Cold spray coating: review

non-metallic substrates such as ceramics, glasses andtg obtain a successful coating. As an example, numerous
polymers (we reviewed polymer substrates in the section studies have been performed on MMC coatings and yet
on OPolymersO, and some studies on ceramic substrates Rheir detailed bonding mechanisms are still unclear. In

in different sections which we will not revisit here agaln) addmon, there are some other open ques“ons regard"']g
The mechanisms of cold spraying metal particles on  MMC coatings including but not limited to:

ceramics or glasses involve more factors such as
chemical properties of the impact particles and sub-
strates. Cold spraying on brittle substrates is challenging
because the particle impact induces a certain degree of
mechanical shock to the surface. Furthermore, there is a
possibility of thermal shock in ceramics while using high
temperature techniques. Although roughening of the

(i) effect of the mass ratio of different components
and consequently the different velocities on
coating characteristics

the relationship between the ratio of hard
particles in starting powder and in the deposited
coating, and the involved influential parameters

(ii)

! : - (iii) characterisation standards of composite coat-
§ubstrqte surface_ by grit bla}stlng is common for ings for comparison of the coating quality
improving the coatingOs adhesion to metals, it may not (iv) how much we can increase the reinforcement

be appropriate for some brittle materials. In this section
we will go through a few records available in the
literature on non-metallic substrates.

First we review a study of depositing aluminium
particles on soda lime glass using HPC'™ The inter-
face between cold sprayed Al particles and a soda lime
glass substrate was characterised by transmission
electron microscopy (TEM). A low density interface
layer of thickness up to 80 nm was found. The layer is
composed of amorphous and nanocrystalline grains, and
has a different chemical composition from Al and glass.
The layer is resulted from the reaction of the sprayed Al
with glass, which acts as a bonding layer between them.

HPCS was also used to deposit conductive aluminium
coatings onto lead zirconate titanate (PZT) piezo-
ceramics**! Processing parameters were optimised for
better deposition. Substrate temperature during spray-
ing was maintained at a low level by controlling the
upstream, CS temperature and robot movement.

particle content in the coating before invoking
any drawbacks such as reductions in fracture
strength or wear properties.
In the case of depositing nanostructured powders, both
milling (to obtain nanostructured powders) and CS
processes should be taken into account, while their
respective effects should be distinguished. There are
some open questions such as:

(i) what is the reason for higher porosity when
depositing nanostructured powders in compar-
ison to depositing conventional powders? Is it
related to the increased hardness of nanostruc-
tured powders that leads to a higher critical
velocity, or the irregular shapes of the powders,
or both?
if it is related to the hardness increase, would an
improved method for depositing hard particles
such as VCS be beneficial to reduce porosity?

(i)

Increasing the average patrticle velocity helped to reduce (i) - if Itl IS rtehlated tcl;lthe |Lreg_ular sh_ape?r,] coul_ldl_we
grain removal from the PZT surface due to the impact of solve ?e problem by improving the mifling
Al particles. Surface domain reorientation was detected _ bprocess: . A

(iv) what is the relation between the initial powder

by XRD. The electrical resistance of the cold sprayed
aluminium was 994 05 uQ. The impedance character-
istics of poled specimens were shown to be unchanged.

Conclusion

CS is a high deposition rate coating process that utilizes
kinetic rather than thermal energy. The powder feed-
stock remains well below its melting point. Eliminating
the deleterious effects of high temperature on coatings
and substrates offers signibcant advantages and new
possibilities, making CS promising for many industrial
applications. The number of studies in this Peld is
expanding rapidly. In this review, an attempt has been
made to present the current state of research and
development in this Peld with a material point of view.
In preparing our survey of the peld, we have identibed
that experimental investigations form the major part of
the body of knowledge in the beld and less attention has
been paid to the basic principles and computational

grain size and the coating grain size? Knowing
this relationship better will help us avoid over
milling powders and instead let the subsequent
CS process further refine the grain size.
On the contrary to MMC and nanostructured powders,
ceramic and polymer material systems have been
introduced more recently in the beld. Their bonding
mechanisms are also still not very clear. It seems that CS
in its current state cannot deposit the whole range of
ceramics and polymers successfully. For ceramic deposi-
tion we need much higher velocities (in comparison to
metals) and for polymers generally we need far lower
velocity for deposition. VCS for ceramic deposi-
tion, placing a diffuser at nozzle exit or using a
cylindrical nozzle for polymers are suggested mod-
ibcations of CS process that need to be further
studied.
As we discussed, future investigations associated with
different material systems should have different focuses.
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Table 1 Overview of material systems used in cold spray and their examined and/or potential applications

Coating Substrate Application

I. Metals

Cu and its alloys Varies Anti-microbial characteristics, high Good electrical
and thermal conductivities applications

Al and its alloys Varies Corrosion resistance, dimensional restoration and
repair

Zn and its alloys Varies Catholic protection for ferrous alloy and aluminium
alloy—corrosion resistance

Stainless steel Mild steel Dimensional restoration and repair, medical
application

Titanium and Ti alloys Varies Dimensional restoration and repair, medical
application

Nickel and its alloys Varies Dimensional restoration and repair

Ta Al Use of refractory materials is currently being
developed for gun barrel coatings and liners

Al-5Fe-V-Si 6061-T6 High temperature resistance-Internal combustion
engine

Fe;4C0sCri5M014C15Bg AlMg; alloy, Cu, Ti, Feasibility study and investigating deformation

SS316L high hardness behaviour of metallic glasses
spring steel

CuNiTizr Cu Bulk metallic glass General metallic glass application

Al-Co-Ce AA 2024-T3 Corrosion protection

CussZr 55Ti 1gNig Al 6061 Unsuccessful in corrosion improvement-better
performance in wear comparing to pure Cu

Il. Metal matrix composites

Ti/Al Al Feasibility study for coatings or components

TiAL-Al orthorhombic-Ti-22Al-26Nb High temperature oxidation resistance

Al Al/Ni Ni Al Intermetallic compounds for possible structural

Co based refractory alloy +adding Ni

SS316+ Co—Cr alloy

Nd 2Fel4B +Al

Al Al-+Mg7Al;,
Al,O3+ 316 austenitic
Al Al+Al,O3

Cu-Al ALO3-SiC (all
combinations)
Al+Al,O3

Al+SiC, Al+Al,O3
composites as well as
pure Al, SiC, and
A|203

Al-ALO3 Al6061-
A|203

CU—AI203

Al-ALLO3
Al-Bronze-ALO3
Al-Al,O3-Zn Different weight percent
W/Cu

Steel

316L-mild steel

Al 5083

Az91D Mg alloy
AZ91Mg alloy

Mild steel and Al7075

Al

Si and Al 6061
Si

AZ91E-T6

Fe52 steel
AZ91D magnesium alloy

AA2024-T3
Mild steel

applications

Applications that need refractory materials i.e.
lighting, tools, lubricants, nuclear reaction control
rods, ...

Improving strength and corrosion resistance for
medical applications

Magnetic components for electronic application,
electric motor, sensor, magnetic coupling and
actuators

Corrosion protection

Corrosion improvement

Wear resistance application and sustaining
corrosion behaviour

Improve tribological properties

Improve tribological properties
Feasibility study of deposition on hard substrate

Improving corrosion and wear resistance

Improve tribological properties

Wear and corrosion improvement

Improve tribological properties

Corrosion protection

Heat sink application in electronic package

WC-Co Stainless steel (SUS 304 Wear resistance application

WC-15Co WC-10Co- Al Wear resistant applications particularly heavy

4Cr machinery sector

WC+25Co Al7075-T6 Carbon steel Wear and corrosion resistance improvement

Cr3C,—NiCr CrzCo—Ni 4140 alloy steel Wear resistance application

SUS304/diamond Al alloy Studying coating builds up mechanism

binary composite

Bronze/diamond Al Machining tough ceramics because diamond has
excellent mechanical properties such as extremely
high hardness, low frictional coefficient and high
wear resistance

Cu/Cu,0 Anti-fouling coating

Al/CuO Thermit-Propellant application

B4C/Ni 316L Wear and corrosion protection-for geological
sensors operating under severe service condition of
deep drilling

TilHA Ti and Al Biomedical application
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Coating Substrate Application

Multi wall carbon Al Heat sinks in the electronic device

nanotube-reinforced

Cu

I1l. Ceramics

SiC Inconel 625 Oxidation resistance at high temperature

WOs3 Si Application as photoelectrodes

TiO, SS, Al Cu, Ti Promising photo catalyst, potential application to
environment purification, solar cells, sterilisation,
cancer therapy and anti-fogging films

Al,O3 Al,O3 Evaluating NPDS for ceramic on ceramic
deposition

HA Az51 Bio application-improving bio degradability

TiN a-Al,O3 Machining tool protection, decoration and diffusion
barriers due to its superior properties such as high
hardness, good wear and corrosion resistance and
unique electrical characteristics

Ti,AlIC AA6060 1-0037 steel Cu Ceramic like behaviour and high hardness coating-

IV. Polymers
Cu, Al and Pb powder

Al Al/Cu

Al

HA

Ti

Polyolef
Polyethylene
Cu

Cu

Cu

V. Nanocrystalline coatings
Al 5083

Al 6061 Al 5083

Al 2618+ Sc

Al 2009

MCrAlY

Al/ALOS

CU/A|203

Fe/Al

CuNiFe

VI. Special substrates
Al

Al

SS304

on a range of substrates
such as PC/ABS,
polyamide-6,
polypropylene, polystyrene
and a glass-fiber composite
Carbon fiber reinforced
polymer matrix composite-
(PEEK540CA30)

CFRP (carbon fiber
reinforced plastic)
Polyetheretherketone
(PEEK)

PEEK

Polyethylene Al

Al 7075-T6

High density polyethylene
(HDPE) and nylon
polyurethane, high density
polyethylene,
polypropylene, nylon 6,
polytetrafluoroethylene and
polycarbonate

Polyurethan

Al 6061
Al

Al alloy
Al 6061
Mild steel

Cu

Stainless steel

Ni alloy [nickel aluminium
bronze alloy (C63000)]

Soda lime glass

Lead zirconate titanate

feasibility study for later industrial application

Feasibility study of spraying metal on polymer and
composite for engineering application

Aerospace and military application because of low
density and high specific strength and stiffness

Aircraft fuselage-coating plastic with metal to avoid
damaging from lightning strikes
Bio medical application

Bio medical application
Feasibility study
Feasibility study
Anti-fouling

Anti-fouling

Anti-fouling

Nanocrystalline powder deposition study

Meso scale machining

Aerospace, aeronautic and automotive applications
General application—increasing hardness
Improving oxidation behaviour for thermal barrier
coating on hot components of gas turbine to
improve performance and durability

Automotive and aerospace industry—improving
tribological properties

Spot and seam welding electrodes, electrical
contacts, lead wires and conductors in high
temperature application

Attractive materials for several industrial
applications for medium to high temperature
Inert anodes for Al production in low electrolyte
due to their ability to form a protective, adherent
and electrochemically conducting NiFe ,0,4 rich
scale on their surface during Al electrolysis

Study and characterisation of interface between Al
and glass

Diverse application that needs conversion of
mechanical to electrical energy and vice versa

It is clear that CS process is a valid and versatile
technique for obtaining multifunctional surfaces that

to emphasise that it is important to study in depth the
fundamental mechanisms of coating formation in

can be used in many industrial belds. However, we want different material systems from MMCs to ceramics
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and polymers. Future efforts will debnitely help the
technology to Pnd new applications and at much
reduced costs.

Finally the material systems that have been cold
sprayed and their examined and/or potential applica-
tions are listed and summarised in Table 1 as reference.
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